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It is not until recently that it has become possible to image localized surface plasmon resonances 
(LSPRs) with a spatial resolution in the nanometer-range over the entire wavelength range from far 
infrared up to the ultraviolet [1]. In particular the far infrared regime has become more readily 
accessible by the introduction of electron monochromators which provide an energy resolution below 
100 meV. In our work we make use of an imaging energy filter which allows us to directly acquire 
images at selected energy-losses corresponding to LSPRs. So far this method has been applied on 
nanotriangles [2 4], nanorods [5], arrangements of circular nanoholes [6, 7], and nanoslits [8] to 
directly map the plasmonic eigenmodes. The experiments were carried out at the SESAM microscope 
(Zeiss, Oberkochen, Germany) operated at 200 kV [9, 10].  We compare our experimental results with 
simulations based on the discrete-dipole approximation (DDA), 3D-Finite-difference time-domain (3D-
FDTD), and finite-element (FEM) methods. It will be demonstrated that the combination of experiment 
and simulation is important for a thorough understanding of the excitation and type of LSPRs.  

As an example, FIG.1 shows energy-filtered images of resonant surface plasmon modes in a Au 
nanotriangle. These modes are characterized by equidistant field maxima along the edges of the 
nanotriangle. The separations of field maxima allow us to measure the plasmon dispersion (FIG.2). We 
found that this dispersion does neither correspond to a plasmon on a free Au surface nor to an interface 
plasmon between Au and Si3N4 which was used as substrate. A comparison with simulation data will be 
presented which explains this unexpected plasmonic behaviour.
Further results will be shown highlighting the coupling effect of plasmonic fields in closely spaced 
nanoobjects. 
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FIG.1: EFTEM images of a Au nanotriangle acquired at energy losses of 0.6 eV, 0.8 eV, 1.2 eV, 1.4 
eV, and 1.6 eV.  

FIG.2: Plasmon dispersion extracted from the EFTEM data of triangles (blue), hexagons (brown, 
green), and rods (magenta). Plasmon dispersion curves for a free Au surface (bold line) and the 
interface between Au and Si3N4 (dashed line) are shown for comparison.  
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