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Phase No. Phase EDS Area % EBSD Area %
1 Ilmenite 22.1 22.5
2 Plagioclase 23.6 24.3
3 Clinopyroxene 13.3 13.2
4 Magnetite 20.2 21.7
5 Olivine 8.5 7.9
6 Amphibole 4.9 5.3
7 Iron Sulfide 0.2 0.12
8 Orthopyroxne 0.12 0.03
9 Altered iron sulfide 1.3 0
10 Calcite 0.03 0.09
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