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ABSTRACT. As the con tinental shelves of the Arctic become important as source a reas for the oil and 
minerals required by human society, sea ice becom es an increasing cha llenge to engineers. The present paper 
starts with a consideration of the different fields of engineering which require information on sea ice with the 
tasks ra nging from the design of ice-breaking ships to Arctic drilling platforms and man-made ice islands. 
Then the structure of sea ice is d escribed as it influences the observed varia tions in physical properties. Next 
the status of our knowledge of the physical properties important to e ng ineering is reviewed. Properties 
discussed include mechanical properties (compressive, tensile, shear a nd flexural strengths; dynamic and 
static elastic moduli ; Poisson 's ratio), friction and adhesion, thermal properties (speci fi c and latent heats, 
thermal conductivity and diffusivity, density) and fin a lly electromagnetic properties (dielectric permittivity 
and loss, resistivity). Particula r attention is given to parameters such as temperature, str a in-rate, brine 
volume, and loading direction a s they affect property variations. Gaps, contradictions in the data, and 
inadequacies in testing techniques are pointed out. Finally suggestio ns a re made for future research, 
especially for more basic laboratory studies designed to provide the data base upon which further theoretical 
developments as well as field studies can be built. 

R EsuME. Proprieles de la glace de mer pour I' Ingenieur. Les plateaux cont inen taux de I ' Arctique devenant 
importants comme reservoirs d e petrole et de mine raux necessa ires a ux Societes humaines, la glace de mer 
devient un d 6fi croissant aux Ingenieurs. Le present article commence par considerer les diff6rents domaines 
ou l'Ingenieur a besoin d 'informations sur la glace d e mer avec des taches a llant du dessin de coques de navires 
brise-glace a d es plates-formes pour forages arctiques ou a des iles de glace construites d e main d 'homme. 
Puis on decrit la structure de la glace de mer pour autant qu'elle influe sur les varia tions observees de ses 
proprie tes physiques. On fait ensuite le point de nos connaissances sur les proprietes physiques importantes 
pour I'Ingenieur. Les proprietes discutees comprennent les propriete m ecaniques (resistance a la com
pression, a la tension, au cisa illement et a la fl exion; modules elas tiques, dynamiques et statiques; et 
coefficients d e Poisson) ; fri ction et adhesion; proprie tes thermiques (cha leurs latente e t specifique, con
ductivite e t diffusivite thermiques, d ensite) et finalement proprietes electrom agnetiques (constantes et pertes 
dielectriques, resistivite). On prete une particuliere attention a des parametres tels que la temperature, la 
vitesse de deformation, la teneur en sel et la direction d e la charge en tant qu'ils affectent les variations de ces 
proprietes. L es lacunes et les contradictions dans les donnees experimentales et les insuffisances dans les 
techniques d'essai sont mises en evidence. Finalement, on fait des sugges tions pour de futures recherches, 
specialement pour un developpem ent des etudes d e la boratoire destinees a fournir les donnees de base sur 
lesquelles pourraient Ctrc ba tis d es d cvcloppemen ts theoriqucs supplementa ircs aussi bien que des etudes 
sur le terrain. 

ZUSAMMENFASSUNG. Ingenieurtechnische Eigenschaften des M eereises. Die Kontinentschelfe der Arktis gewinnen 
a n Bedeutung als LagerstiHten von Erdiil und Minera len, die von der m enschlichen Gesellschaft beniitigt 
werden; damit wird Meereis zunehmend zu einer H erausforderung fur d en Ingenieur. Die vorliegende 
Abhandlung beginnt mit einer Betrachtung der verschiedenen ingenieurtechnischen Arbeitsgebiete, die 
Kenntnisse uber das Meereis voraussetzen, wobei die Aufgaben vom Entwurf von Eisbrechern bis zum Bau 
arktischer Bohrinseln und kunstlicher Eisinseln reichen. Dann wird die Struktur des Meereises beschrieben, 
soweit sie fUr d as Verstandnis der beobachteten Schwankungen in den physikalischen E igenschaften von 
Bedeutung ist. Anschliessend folgt eine Obersicht uber unsere K enntnis d er physikalisch en Eigenschaften 
mit ingenieurtechnischer Relevanz. Zu diesen gehiiren: mechanische Eigenschaften (Druck-, Zug-, Scher
und Biegefes tigkeit, dynamischer und statischer Elastizitatsmodul, Poisson-Verhaltnis) ; R eibung und 
Adhasion; thermische Eigenschaften (spezifische und latente Warme, thermische Leitfahigkeit und Diffusion, 
Dichte); schliesslich elektromagnetische Eigenschaften (Dielektrizitatskonstanten, Dampfung, Widerstand). 
Besondere Aufmerksamkeit wird Parametern wie der T emperatur, der V e rformungsrate, dem Salzgehalt und 
der Belastungsrichtung gewidme t, soweit sie Schwa nkungen in d en Eigenschaften bewirken. Lucken, 
widerspruchliche Da ten und unzureichende Testverfahren werden hervorgehoben. Zuletzt folgen Vorschlage 
fur zukunftige Untersuchungen , besonders fur mehr Grundlagenforschung im Labor, mit d em Ziel, eine 
Ausgangsbasis zu gewinnen, auf der sowohl wei terf" theoretische Entwicklungen wie auch Felduntersuchungen 
aufbauen kiinnen. 
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INTRODUCTION 

Although descriptions of sea ice as an oceanographic oddity date from the time of Christ 
(Zukriegel, 1935), the first serious study of it as an engineering material was undertaken in the 
1890S by Russian investigators in conjunction with cruises of the icebreaker Yermak (Makarov, 
190 I ; Krylov, 1901). The purpose of these studies was to provide basic information needed 
to improve the capability of shipping to transit the ice-covered waters that commonly occur 
along so much of the Russian coast. During the 1920'S and '30's, similar studies were made 
by other Russian scientists (Arnol'd-Alyab'yev, 1925, 1939; Vaynberg and others, 1940) 
although the overall level of activity was low. By the start of the Second World War, some 
data were available on most of the engineering properties of sea ice although both the quantity 
and the quality of much of the information left something to be desired. Perhaps more 
important, a paper had been published (Tsurikov, 1940) suggesting that the variations in the 
strength of sea ice could be analyzed starting from models based on the internal structural 
arrangement of the liquid and gaseous inclusions in the ice. An excellent summary of the 
Russian work carried out prior to about 1940 can be found in Zubov ( 1945). 

Following the Second World War, a variety of national groups showed interest in obtaining 
improved engineering information on sea ice. Soviet activity continued at an accelerated 
pace associated with increased shipping activity along the North Sea Route and the establish
ment of the Severnyy Polyus drifting stations in the Arctic Ocean. Finnish and Japanese 
investigators started to consider problems caused by the presence of pack ice in the Baltic and 
Okhotsk Seas while Canadians and Americans became involved in a variety of problems 
associated with sea and air resupply in the Arctic. This interest resulted in a number of 
programs that systematically attempted to enlarge our data base of engineering information 
particularly concerning the mechanical properties of sea ice. 

At the same time, a theory was developed (Anderson and Weeks, 1958; Assur, 1958) 
that explained many of observed variations in the physical properties of sea ice in terms of 
more realistic models of the actual geometry of the brine' and gaseous inclusions than were 
used by Tsurikov (1940, 1947[a], [b]). As in earlier studies, many of the test procedures 
left much to be desired. Even so, the data and the theory were found to be in reasonable 
agreement. This is important in that the theory showed that most of the large observed 
variations in the mechanical properties of sea ice were produced by changes in the volume of 
void, both liquid and gaseous, in the ice. At least in first-year ice most voids are filled with 
brine, the volume of which is specified uniquely by the salinity and temperature of the ice. 
These two parameters are not difficult to measure, even under field conditions. Once they 
are determined, one can use them to obtain a brine volume and then by comparison with sets 
of tests on the parameter of interest, obtain a good estimate of its value in the field situation. 
In retrospect, research on the engineering properties of sea ice during this time period could 
be characterized as leisurely in that adequate time was usually available for reasonably 
thorough experiments and analysis. Also, the engineering problems that were being considered 
were modest: expanded navigation during the summer and longer air resupply capabilities 
during the winter via sea-ice runways. In addition, the stations that required such support 
were small, rarely involving more than a few hundred persons. 

This ended in 1967 with the oil strike at Prudhoe Bay followed by the discovery of gas in 
the Mackenzie Bay area and in 1969- 70 by the cruises of the tanker Manhattan. The economic 
potential of the Arctic became generally recognized and development started at a rapid pace. 
Similar activities were also occurring in the coastal areas of the Soviet Arctic. The engineering 
problems that were now being posed were much more difficult; for example, year-round 
navigation on the margins of, and perhaps across, the Arctic Ocean; offshore drilling and oil 
and gas production from both coastal and deep-water sites on the Arctic Continental Shelf; 
the long-term use of both natural and artificially thickened sea ice to support very large loads, 
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and the installation of pipelines between islands in the Canadian Archipelago. The solutions 
of these types of problems require a thorough knowledge of the engineering properties of sea 
ice coupled with information on the geophysical characteristics of the ice cover. For instance, 
once we know how to calculate the forces a multi-year pressure ridge can exert on an offshore 
structure, we must consider the probabilities of encountering ridges of different sizes with the 
final design being a judicious compromise between the value of development, the cost of 
construction, and the risk and environmental consequences of structural failure. 

If the 1946- 66 period of sea ice research was "leisurely", the period from I 967 to the 
present might best be described as "pandemonium". Once developmental activities started, 
it took only a short time to exhaust our basic-research bank account concerning sea ice. 
What disturbs us most is that, at the present, the pressures of providing the day-by-day sea-ice 
information required by operational problems have become so severe that little effort and 
even less funding is being devoted to improving our basic understanding of sea ice as a 
material. 

In the present paper, we will first describe the structure of sea ice as it relates to models of 
the variation in its engineering properties. Then the current status of our knowledge of the 
more important engineering properties will be reviewed with emphasis on up-dating more 
detailed earlier discussions (Weeks and Assur, 1967, 1969), leading the reader to important 
references, and appraising the adequacy of the data. Finally, a number of suggestions will 
be made concerning research needs. 

EFFECT OF SEA-ICE STRUCTURE 

Structurally undeformed first-year sea ice is very similar to a cast ingot. Its uppermost 
zone (the initial skim) is produced by the formation of the initial ice layer across the sea 
surface. This layer may vary from a few millimeters to 20 cm in thickness depending on the 
sea state at the time the ice cover forms. The layer below this can be referred to as the transi
tion zone, in that a preferred growth orientation develops in the crystals. Although these 
upper two layers are quite interesting from a crystal-growth point of view, they are usually 
very thin (the base of the transition zone is commonly less than 30 cm below the upper 
surface of the ice sheet), and do not need to be considered for most engineering purposes. 

During the melt season, the upper two layers commonly ablate away causing multi-year 
ice to be essentially completely composed of ice of the third zone. The ice of this so-called 
columnar zone characteristically has a strong preferred growth fabric with the crystals 
elongated vertically parallel to the direction of heat flow and the c-axes of the crystals oriented 
almost perfectly in the horizontal plane. This results in the basal planes of the ice crystals 
being oriented in a near-vertical direction. The geometric selection that occurs, as crystals 
with their c-axis oriented close to horizontal cut out other less fortunately oriented crystals, 
causes a gradual increase in grain size with depth at least in the upper portion @f the ice sheet. 
In fact the very limited number of measurements of grain size (Weeks and Assur, 1967) 
suggests that the mean crystal diameter increases with depth at a rate independent of the 
grain size present at the base of the transition zone. Because the size of the crystals becomes 
large relative to that of the samples usually taken, adequate descriptions of grain-size varia
tions are only available for the top 60 cm of first-year ice. Limited observations of the lower 
portions of 2 m thick ice show large areas (at least I m in diameter) that have roughly collinear 
c-axis orientations (Peyton, 1966). Although the degree of colinearity is not sufficient for such 
areas to be considered as single crystals (unpublished results of A. J. Cow and W. F . Weeks), 
the degree of preferred orientation would clearly result in large variations in physical charac
teristics such as ice strength with changes in the direction ofloading. In fact in the old sea ice, 
that was incorporated in the ice island ARLIS 11, Smith (1964) reported areas of collinear 
c-axis that are as large as 10 m on a side, and recent studies of the anisotropy of the electrical 
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characteristics of first-year ice have suggested that these domains may be very large (Campbell 
and Orange, 1974). 

Each individual crystal of sea ice is sub-divided into a number of ice platelets that are 
joined together to make a sort of a quasi-hexagonal network as viewed in the horizontal plane. 
It is within this network that most of the entrapped brine present in the sea ice is believed to 
be located. Figure 1 presents a schematic view of a cross-section of first-year sea ice. Also 
shown are several sketches made from thin sections showing both the individual crystals and 
the ice platelets, and a close-up of the brine pockets located between the platelets. The width 
of the platelets ao, the so-called plate spacing, varies systematically with the ice growth 
velocity. Observations in metals suggest a fundamental relationship of the general form, 

aovi = c, 

where v is the growth velocity and c is a constant. Limited observations on ao variations in 
NaCI ice (Lofgren and W eeks, 1969) suggest that the power of v may actually be a function of 
v. In any case, the slower the ice grows, the wider the ice platelets, resulting, in most situations, 
in ao increasing with increasing depth in the ice sheet. Other aspects of the geometry of these 
platelets or of the details of the geometry of the brine layers, channels and pockets have only 
received cursory examination. It is, however, reasonable to expect that they will also prove 
to be a function of the ice growth velocity. 

One other aspect of the sea-ice substructure should be mentioned here. As the brine 
initially trapped between the ice platelets drains down and out of the ice sheet, it moves 
through structural features within the ice that have been referred to as brine drainage channels. 
These channels can be thought of as tubular river systems in which the tributaries are arranged 
with cylindrical symmetry around the main drainage channels. In first-year ice, such channels 
do not appear to reach above the base of the transition zone, presumably indicating that a 
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Fig. I. Schematic drawing showing several different aspects of the structure DJ first-year sea ice. 
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certain volume of ice is required as a source of b rine before a cha nnel can form (or be identi
fied ). Near the bottom of thick a nnual sea ice, drainage cha nnels appear to occur on a 
h orizontal spacing of 15 to 2 0 cm a nd have a dia m eter of approxima tely I cm. T he presence 
of drainage cha nnels is also schematically illustrated in Figure I . 

Although a ll aspects of the structure of sea ice should influen ce its physical p rop erties, a t 
the present only the substructure associated with the presence of the ice pla telets has been 
considered ; a ll the salt is taken as entrapped in channels, layers, a nd pockets (or at very low 
temperatures as crystals of solid salt) between these plates. A drawing showing this idealiza
tion as developed by Assur (1958) is given as Figure 2 . I t is a lso assumed tha t the failure 
pla nes within each ice crystal w ill largely coincide with the pla nes along which the salt 
is concentra ted . T his assumption is borne out by a limited number of observa tions of the 
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Fig. ~. Idealized diagram showing the shape of the brine inclusions in sea ice and parameters used to describe them (Assur, J 958). 

geometry of actu al failure surfaces in natura l sea ice (Anderson a nd Weeks, 1958; Tabata, 
1960). The reason for this coincidence is tha t the salt inclusions r educe the effective cross
sectional area of ice-to-ice bonding between the pla tes causing the in terpla te boundaries 
to be planes of weakness. T herefore it is reasonable to suppose tha t variations in the failure 
strength O"r of sea ice can be expressed in the gen era l form 

O"r 
- = 1- 0/, 
0"0 

w here if; is the pla ne porosity (the relative reduc tion in the area of the failure surface caused 
by the presence of gaseous and liquid inclusions) and 0"0 is the so-called basic streng th of sea 
ice (the strength of an imaginary m a terial conta ining no brine or a ir but still possessing the 
sea-ice substructure). T he critical value of if; a long the failure pla ne is 

0/ = fey) = f(Va+ Vb). 

where v, Va, a nd Vb are respectively the volume of void, or the p orosity, of air a nd of brine. 
I t then only remains to express 0/ in terms of V via a model for the geometry of the inclusions. 
T his has been done by Assur ( 1958), Anderson and Weeks ( 1958), a nd Anderson ( 1958[a] , 
1960). Details on these treatments can be found in Weeks and Assur (1967, 1969) and need 
not concern us here. The results of the analysis give an equa tion of the general form 
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crf - = I-Cvk , 
cro 

where c and k are constants the values of which depend upon how the geometry of the fluid 
inclusions varies with changes in v. Models that have been considered include ones in which 
the brine pockets remain a constant width (k = 1) or show geometric similarity on a horizontal 
plane (k = t) or in space (k = i). In fact the detailed petrographic observations necessary 
to indicate which model most closely approximates reality are lacking. However, most 
recent authors have satisfactorily used k = t to correlate changes in crf with changes in v and 
we will also present available data in this form. On such plots th~ value of 0"0 is given by the 
intercept of the linear extension of the least-squares straight line through the data with the 
crfaxis . 

As will be discussed later, similar variations in many other physical properties of sea ice 
are also caused by changes in v. It is upon this dependence that the estimation of the engineer
ing properties of sea ice is usually based. Design values are usually extreme values which are 
difficli!t to measure in the field because they occur so rarely. However, if the value of v 

associated with the extremes can be estimated, then one can simply determine the value of 
the physical property of interest from its measured or extrapolated dependence upon v. In 
fact, this is not too difficult to do because the salinity of sea ice changes rather systematically 
with ice thickness and age. Attempts to present these types of correlations for both average 
salinities and salinity profiles can be found in Weeks and Assur (1967, 1969), Cox and Weeks 
(1974), and Tsurikov (1976). This compositional information can then be combined with 
representative ice temperatures, which can be estimated from information in Peschanskiy 
(1967), Maykut and Untersteiner (1969), and Maykut (1976). 

For instance, if we are interested in the tensile strength and elastic modulus profiles for 
0.2, 0 . 8 and 3.0 m thick ice in the Arctic Basin on roughly 1 May, we would expect values 
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Fig. 3. Representative sea-ice temperature, salinity, E IEo and arl ao profiles for 0.2, 0.8, and 3.0 m thick Arctic sea ice on c. 
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flexural strength determinations by Dykins (I97I) and the elastic modulus measurements by Langleben and Pounder (I963)· 
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similar to the profiles shown in Figure 3. H ere we have converted the es timated salinity a nd 
ice temperature profiles to a brine volume profile via the empirical relation developed b y 
Frankenstein and Garner ( 1967) from the brine volume tables for standard sea ice worked out 
by Assur ( 1958). In doing this, we have not taken account of the volume of gas entrapped 
within the ice. Although for first-year ice this volume is usually believed to be small relative 
to the brine volume, this may not be true for multi-year ice. In converting from brine volume 
profiles to ar/Go and E/Eo profiles, the equations suggested by D ykins (1971 ) and by Langleben 
and Pounder (1963) for flexural strength and dynamically determined elastic modulus were 
used . As will be discussed later, the problems in preparing such profiles are primarily caused 
by uncertainties in the values of the engineering parameters of interest near the melting point 
(large v) and at temperatures colder than - 23°C (presence of significant amounts of solid salt 
in the ice) . Once adequate physical property profiles have been obtained either by the 
methods tha t we have described or by direct measurement, methods for deducing proper 
composite characteristics for the ice can be applied (Assur, 1967 ; Weeks and Assur, 1967) . 

ENGINEERING PROPERTIES OF SEA ICE 

There are, of course, a large number of material characteristics of sea ice that can legiti
mately be considered of engineering interest. Fortunately, in most problems one needs to be 
concerned with only a small number of these. We can discern what these properties are by 
listing first some of the more important applied areas of concern, then a few more specific 
problems in each of these areas, and finally the engineering properties of sea ice required to 
resolve these problems. This is done in Table I. Although this table does not attempt to 
provide an inclusive list of problems, it is clear that certain engineering properties of sea ice 
would occur over and over in any such list that is prepared . These a re the mechanica] 
properties as they relate to both short-term and long-term loading and to ultimate failure of 

TABLE 1. DATA REQUIREMENTS FOR SELECTED PROBLEMS IN SEA-ICE ENGINEE RING 

Sea-ice characteristics required 
Friction and Electra-

General problem areas Specific problems M echanical adhesion Thermal magnetic 

I . Ships transiting sea ice (a ) I ce resistance during break- • • • 
ing 

(b ) Impact loads on hull plates • * 
(c) Forces exerted by converging • * 

ice 
(d ) I ce reconnaissance 01< 01< 

(e) Ice forecasting 01< * 01< 

2. Des ign of off-shore (a ) I ce forces on structures 01< * 01< 

structures for Arctic (b ) Estimation of ice pile-ups 01< 01< 01< 

sites (c) Abrasion of structural 01< * 01< 

elements 
(d ) I ce erosion of gravel islands 01< * 
(e) R emote sensing of ice thick- 01< 01< 

n ess 
(f ) Hindcas ting of ice dynamics 01< * 01< 

3. Large loads on ice (a ) Calculation of short term • 01< 

sheets failure 
(b ) Calculation of long-term • * 01< 

creep 
( c) R emote sensing o f ice thick- 01< • 

ness 
4. Ice scoring of the sea (a ) Forces exerted by grounded 01< 01< 

floor ice fea tures 
(b) Ice reconnaissance 01< 01< 

(c) Hindcasting of coastal ice 01< 01< 01< 

motion 
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the ice, the frictional properties which must be considered when ice bonds to or moves 
relative to either an engineering structure or to itself, and the thermal properties which are 
essential to any problem in which ice growth or the change in temperature of the ice is 
important. Finally, there are the electromagnetic properties of the ice which must be under
stood to obtain maximum benefit from the application of current remote-sensing technology to 
sea ice. I t is these techniques that will provide the requisite descriptions of areas of pack ice 
that should be available before sound engineering calculations can start. 

MECHANICAL PROPERTIES 

Although sea ice is the main engineering concern in the development of Arctic navigation 
and off-shore technology its mechanical properties have been investigated far less than those of 
fresh-water ice. In fact, in the last four symposia dealing with the engineering aspects of ice 
in which 250 papers were presented, only IO dealt with the mechanical properties of sea ice. 
One reason for this situation is that properties such as failure strength, elasticity, plasticity, 
stress- strain behavior, and the fracture modes under various load conditions are presumably 
complicated by the presence of brine inclusions, which do not occur in relatively pure fresh
water ice. Also frozen lakes are readily accessible from many locations while studies of sea ice 
invariably involve considerable logistic effort and expense. 

Even though some work has been done on each of the mechanical properties, the evaluation 
and comparison of results is, at best, difficult, since the methods of testing commonly differ 
from one investigator to another. This lack of standardization has proven to be such a 
problem that the Committee on Ice Problems of the International Association for Hydraulic 
Research (IAHR) has formed a Standardization Task Group to make recommendations in 
this regard. We will refer to their first report (IAHR, 1975) several times in the following 
discussion. 

STRENGTH 

General conditions 
Proper procedures for testing sea-Ice strength require the recording of the following 

subsidiary information: 

(a) ice type (specified according to some general classification), 
(b) ice temperature, salinity, and gas content, 
(c) size and orientation of ice crystals, 
(d ) sample dimensions and load direction, 
(e) history of the ice sample including its location in the ice sheet, 
(f) strain-rate, 
(g) end condition of the sample (nature of the interface between the ice and the loading 

platens), 
(h) failure mode. 

Collecting all these data is both time-consuming and laborious. This may be another reason 
why the number of investigations on sea-ice strength is extremely small. Only rarely do 
available results satisfy all these requirements for basic information. 

In reviewing the various mechanical properties of sea ice we will try to both identify the 
gaps in existing knowledge and suggest ways in which the present situation can be improved. 

Compressive strength 
(a) Testing procedures 

In the conventional uniaxial compression test, axial force is applied to the ends of a 
specimen through steel platens that make direct contact with the test specimen. Friction 
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between platen and specimen produces radial restraint, so that there is commonly a triaxial 
state of stress near the end planes. The triaxial field is significant over an axial distance from 
the end planes of about one specimen radius. Interposition of highly compliant sheets (elastic 
or plastic) between the platens and the specimen often changes the sign of radial end forces, 
but does not eliminate the triaxial stress state. On a different scale, irregularities in the speci
men end planes also create localized stress perturbations, and in brittle material these 
commonly initiate micro cracks that lead to premature failure of the specimen. 

Most attempts to overcome all these difficulties have been unsuccessful. Therefore the 
usual procedure has been to use a specimen that is long enough to provide a mid-section 
that is reasonably free from end-effect stress perturbations. 

The International Association for Hydraulic Research (IAHR) Standardization Task 
Group has suggested a new method for testing ice in compression by using low-modulus 
urethane which is laterally confined by an aluminum cylinder to prevent radial d eformation. 
This method has been tested and found to be satisfactory in the sense of providing reasonable 
approximation to a uniaxial state of stress throughout the specimen. It also allows for reason
able tolerances in specimen preparation and permits the use of smaller specimens. For more 
information see either the Task Group report (IAHR, 1975) or Haynes and Melior (1977). 
However, as of the present, this method has not been utilized in studies of sea ice. 

(b) Load direction 
The earliest simple compression tests on cylinders of sea ice were carried out by Butkovich 

(1956,1959) who obtained strength values ranging from 76 X 105 N/m2 at - 5 °C to roughly 
I20 X 105 N /m2 at - 16°C from vertical cores. Average values on horizontal cores in the 
same temperature range varied from 21 X 105 to 42 X 105 N /m 2. A similar strong orientation 
dependence was found by Peyton (1966) who ran tests on a large number of samples of 
different sea-ice petrographic types at various orientation and stress rates (Fig. 4) . The ice 
Peyton used characteristically had grain sizes larger than the diameter of his specimen. 
Therefore, his samples were essentially single crystals with their c-axes oriented parallel to the 
plane of the ice sheet. In Figure 4 the loading-angle notation is as follows: the first number 
gives the angle between the axis of the test cylinder and the vertical, while the second number 
gives the angle between the sample and the c-axis of the single ice crystal being tested. Note 
that the ratio of the strength obtained from vertical cores to that obtained from horizontal 
cores is about 3 to I which is in agreement with the results of Butkovich (1959). 

In contrast to these findings are results of compressive strength tests carried out by Schwarz 
([ I 97 I]) on saline ice from the western part of the Baltic Sea. The salinity of this ice was 
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Fig. 4. Average failure strength in compression (solid circles) and in direct tension (open circles) versus sample orientation: 
bottom ice, - IODe (Peyton, I966) . For orientation notation see text. 
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Fig. 5 . Campressive strength of Baltic Sea ice as a function of strain-rate, ice temperature, and orientation of the force (Schwar z, 
[197 I ] ) . 

2.7%0 due to the high rate of freezing (12 cm in 36 h). As shown in Figure 5, the strength was 
about 20% higher when the ice was compressed in the horizontal rather than in the vertical 
direction. Because similar results in respect to the effect of the direction of load on the 
compressive strength have reportedly been obtained in proprietary studies sponsored by oil 
companies, the whole matter needs to be reconsidered. In further studies the failure mode and 
the strain conditions in the three principal directions of deformation as well as the structure 
of the ice should be investigated in order to remove some of the ambiguity in explaining the 
results. 

It has been argued in explaining Peyton's and Butkovich's results that the grain boundaries 
and the basal planes of individual crystals, which are the planes where the brine pockets are 
located, are oriented so the specimen will fail easier when loaded perpendicular to the 
direction of growth. Other arguments can be f0rmulated to explain Schwarz's results: sea ice 
fails most easily in tension by separation of the ice crystals a long their long axis. This is what 
has been observed to happen in the uniaxial state of stress when a sample is loaded parallel to 
the direction of growth (which is also the direction of the long axes of the crystals) and 
subsequently fails by tensile strain perpendicular to the direction of load (Wu and others, 
1976). 

(c) Brine volume 
Peyton's results on the variation of the compressive strength of sea ice with changes in the 

brine volume are shown in Figure 6. Here ()R is a strength index (the measured compressive 
strength corrected for variations in the rate of application of the stress; ()R == ()c /&b where ()c 
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Fig. 6. GRfrom compression tests versus square root of the brine volume (Peytan, I966). For the difference between the solid and 

dashed lines see discussion in text. 
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is the compressive strength, a is the rate of stress application and b is an experimental constant 
equal to 0 .22). Different interpretations can be placed on this data as indicated by the solid 
and dashed lines. The solid line suggested by Weeks and Assur (1967) IS 

erR = 16,5 X IOS{ I - (Vb/O.275)~} N/m2 , 

where erR was defined as mentioned and Vb is the absolute value of the brine volume. This 
relation holds only at Vb ~ 0.25. At higher values of Vb, erR is assumed to be constant indepen
dent of Vb in agreement with similar observations in in-situ cantilever b eam tests, shear tests 
and ring-tensile tests. The dashed line, suggested by P eyton (1966), will be discussed later. 
The significant feature in these results is that both sets of investigators felt that erR could be 
adequately expressed as a function of the square root of the brine volume. 

(d ) Temperature 
The effect of temperature on the compressive strength has only been considered in 

connection with the brine volume. Peyton found the ice strength obtained a t temperatures 
below - S.7°C to be significantly greater than extrapolated values based only on tests from 
warmer ice (see the dashed line in Figure 6). T his was explained by the fact that at - S.7°C 
Na2S04 • loH20 starts to precipitate. This solid salt was suggested to strengthen the ice in a 
manner similar to steel in concrete. Tests of Schwarz ([1971] ) lend som e support to this 
expla nation since his investigation on saline ice from the Baltic Sea shows a relatively steeper 
increase of the strength between - 10 and - 20°C compared with equivalent tests on fresh
water ice (Fig. 7). The results are hardly conclusive. 
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Fig. 7. Compressive strength of B altic ice and/reshwater ice as a/unction 0/ temperature (Schwarz, [I97I] ). Load applied 
perpendicular to the growth direction. 

(e) Strain-rate 
From compressive strength tests on fresh-water ice we know that ice has a failure strength 

maximum at a certain strain-rate. In this respect Peyton found contradictory results for sea 
ice from different locations. For sea ice from Point Barrow the strength increased with the 
stress rate while for sea ice from Cook Inlet the strength decreased when tested at the same 
loading rates . 

In spite of these non-conclusive r esults Peyton expected the failure strength to ha ve a 
maximum at a certain stress rate. This assumption was confirmed by Schwarz ([ 1 971]) who 
investigated the strength of saline ice from the Baltic Sea at different strain-rates and tempera
tures. The results given in Figure 5 clearly indicate a maximum failure strength at a strain 
rate of about 10- 3 S- I which is associated with the transition between creep-ductile and brittle 
failure. The same phenomenon has been found in compression tests of fresh-water ice (Carter, 
[1972]; Korzhavin, 1962; Wu and others, 1976; Schwarz [1971]). There is still discussion 
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as to whether or not the compressive strength decreases at higher strain-rates. Carter ([ 1972]) 
explains the decrease of strength at higher strain-rates by energy considerations. He shows 
that the stress concentrations occurring at the tip of cracks are reduced by plastic deformation. 
Therefore at high strain-rates there is less time for plastic deformation and as a result the 
strength decreases. Hawkes and Mellor (1972) believe the decrease is a result of poor experi
mental methods. With the new testing method suggested by the I.A.H.R. Standardization 
Task Group and also with the improvements in available testing machines it should be 
possible to establish reliable results on such relationships. Furthermore, ice temperature should 
not be overlooked as an important parameter in connection with the strain-rate. This has, as 
yet, not been investigated for sea ice, but from testing fresh-water ice (Carter, [1972]; Wu and 
others, 1976) we know that the relation between strength and strain-rate is temperature 
dependent. Due to the correlation between temperature and the brine volume of the ice, the 
strain-rate effect will also be a function of the brine volume. 

(f ) Size effect 
Investigations on fresh-water ice have shown that the compressive strength increases if the 

ratio of crystal size to sample size exceeds a certain value. This so called "size effect" has not, 
as yet, been investigated for sea ice. Due to the substructure of the crystals and the possibility 
of easy crack propagation across the crystals on planes of impurities it is very likely that the 
size effect will not occur in sea ice. This, of course, needs to be proven. 

(g) Conclusions 
The controversial results and the gaps of knowledge on the uniaxial compressive strength 

of sea ice should be a challenge for further intensive studies on this subject. In order to be 
able to make both qualitative and quantitative comparisons of the results of different investi
gators it is suggested that the recommendations for testing ice in compression of the I.A.H.R. 
Standardization Task Group be carefully considered in designing any such studies. 

Tensile strength 

Uniaxial tensile strength can only be determined unambiguously through direct tension 
tests. Any substitute for direct testing methods such as ring-tensile, brazil, or beam tests 
induces complicated stress states within the sample which require assumptions about the 
stress- strain relationship before strength values can be calculated from the test results. 

The most comprehensive work on the tensile strength of sea ice has been carried out by 
Dykins (1970) and has also been summarized by Katona and Vaudrey (1973) . The ice 
investigated was frozen from sea-water in a laboratory tank to simulating freezing conditions 
in nature. The salinity within the ice was 1 to 2%0 (brackish ice) and 8 to 9%0 (sea ice). By 
varying the temperature, a wide range of brine volumes was investigated. The tests were 
carried out on dumb-bell specimens which were attached to the testing machine by gripping 
heads. A similar method in which the ice was frozen to metal end cups has been used by 
Hawkes and MelIor (1972). Both methods provide a fairly accurate uniaxial state of stress 
as photoelastic observations by G . D. Vaudrey (personal communication) have shown. With 
minor improvements by Hawkes and Mellor (1972) this method has been suggested for tension 
tests by the Standardization Task Group. 

Dykins' (1970) results have shown a very strong difference in the tensile strength depending 
on the direction ofload: the ice was two to three times stronger when the tension was applied 
in the vertical direction than in the horizontal (Fig. 8). This result supports the compression 
test results on sea ice of Schwarz (Fig. 5), since compression applied in the vertical direction 
induces tensile strain in the lateral direction. 

Figure 8 shows that the tensile strength, in the vertical as well as horizontal loading 
direction, can be adequately expressed as a function of the square root of the volume, similar 
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51 I 

to the case for compressive strength. The equations derived from the two curves of Figure 8 
are: 

at (vertical) = 15.4 X IQ5{1- (Vb/O.3II )!} N /m 2, 
at (horizontal) = 8.2 X IQ5{ r - (Vb /a. 142)!} N /m 2. 

Dykins stated that the tensile strength was not appreciably dependent on the crystal size. 
Since the ra tio of dumb-bell diameter to crystal diameter was as low as five, the so-called size 
effect should have shown up if it is present in sea ice. These results indicate that the sub
structure of a sea-ice crystal works like the grain boundaries in fresh-water ice in respect to 
easy crack propagation. 

Limited studies on the effect of stress ra tes on the tensile strength show strength to be 
insensitive to stress rates ranging from a = r X 103 to a = 1.8 x IQ5 N /m 2 s. A similar resu lt 
was found by H a wkes and Melior ( r 972 ) in tensile tests on fine-grained fresh-water ice. 
However, for stress rates greater than 1.8 X 105 N/m2 s, D ykins (1970) observed that the tensile 
strength decreased by 52 % of the initial value. This r esult can be explained by the higher 
number of stress concentrators within sea ice in the form of brine pockets and air bubbles 
wh ich become more effective at higher stress- or strain-rates . 

Even though the tensile-strength tests of Dykins were carried out well, more testing of the 
tensile strength is necessary to confirm his results and to a nswer remaining questions such as 
the strain effect in relation to the brine volume, the precipitation of solid salts and their 
influence on the tensile strength, and the failure mode at various strain-rates. Further testing 
should also be expa nded to include tensile-strength b eh avior under three-dimensional stress 
states. 

Flexural strength 

The flexural strength is not a basic m aterial property but only a n index strength. It is 
normally obtained by two different test methods: simply-supported beam tests or cantilever 
beam tests. The cantilever beam tes ts h ave an advantage in that they can be easily carried 
out in the field , thereby avoiding major brine drainage. 

As Cow (1977) has shown in a pa p er presented earlier at this conference, cantilever beam 
tests on fresh-water ice provide a fl exura l strength which is up to 50% less than the fl exural 
strength obtained from simply supported beams. Cow suggests that this difference is the 
result of stress concentra tions occurring at the butt end of the beams. In sea ice such significant 
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differences in strength have not been reported; on the contrary, it has been stated (Franken
stein, 1968) that the results obtained by these two testing methods vary only slightly. This 
characteristic of sea ice is probably due to its more plastic behavior which relieves the stress 
concentrations and results in higher strengths. 

The flexural strength of cantilever beams has usually been calculated as 

6Pt 
O't = bh2 ' 

where P is the failure load, l the length, b the width, and h the thickness of the beam. 
This equation assumes that the deformation is elastic and the material is both isotropic 

and homogeneous. Sea ice, however, is an anisotropic material with a non-linear stress 
distribution over the beam depth. Hutter (1973) has developed an equation which considers 
these conditions; its application, however, is difficult, because it requires the establishment of 
a stress distribution according to the temperature and salinity gradient. Therefore, for 
practical uses and for the purpose of obtaining some index strength the equation given above 
may be sufficient. 

On the other hand we should not forget that certain controversial results have been 
reported, for example by Lavrov ( 1969), using the equation based on the elastic theory for 
beams of different dimensions. It is very likely that these and other peculiar results of ice 
tests are due to the incorrect assumptions with regards to the material properties. If, for 
practical reasons we continue to use equations based on the elastic theory for calculating the 
flexural strength, then more testing is necessary to elucidate the size effect and to standardize 
the testing methods, i.e. beam preparation, loading conditions, etc. 

Many investigators have determined values for the flexural strength of sea ice. The 
relation between brine content and flexural strength as determined from in-situ cantilever 
beam tests is particularly consistent, as shown in the investigations of Weeks and Anderson 
(1958), Brown (1963), and Butkovich (1956) (Fig. 9). From Figure 9, the equation obtained 
for O'f as a function of lib is 

O'f = 7.5 X I05{ 1- (vb/O.202)1} N 1m2, 

for lib! < 0.33. These results suggest that the flexural strength remains roughly constant for 
brine volumes for which lib! > 0.33. However, this constancy of strength was not obtained 
by Schwarz (1975) in his investigation of high salinity ice produced for model studies. 
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Fig. 9. Flexural strength measured by in-situ cantilever beam tests versus square root of the brine volume. 
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The most recent and extensive work on the flexural strength was done by D ykins (1971) 
who tested large in-situ beams with ice thicknesses of up to 2.4 m . His test results (see Fig. 10) 
are well described by the equa tion 

ur = 10.3 X 105{ 1 - (Vb jO.209)!} N jm2. 

A comparison of the results of Figures 9 and 10 shows that in both cases the curves have 
similar slopes as well as similar intercepts on the flexural-streng th axis. This strongly suggests 
that externa l stress concentrations at the sharp corner of the butt of the cantilever are quite 
small. This had been alread y postulated by Frankenstein ( 1968). 

Field data 
• Fixed -end beams 
o Simply supported beams 
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Fig. 10. Flexural strength as measured by fixed-end and simply supported beams versus brine volume (Dy kills, 197 1). 

Strength tests with different stress- or stra in-ra tes have shown quite contradictory results. 
T a bata and others (1967) h ave tested cantilever beams of sea ice-even recently in the Gulf 
ofBothnia (T ab ata and others, 197s)-at stress ra tes up to a bo ut 3 X IOS N jm2 s. They found 
a considerable increase of the Aexural strength of sea ice with increasing stress ra tes. However, 
if the inertia l force associa ted with the displacement of the wa ter during rapidly performed 
tests is elimina ted (Maiitii.nen , 1976), the fl exural strength of sea ice appears to be almost 
independent of the stress rate. 

Even though the flexura l strength is not a basic materia l property, it is r ela tively easy to 
obtain, and therefore it is commonly used as a n indicator of the strength of ice. Our present 
knowledge of the fl exural beh avior of sea ice, however, is not sufficient for us to ob tain repro
ducible and consistent results. Questions such as the size effect, the fai lure m echanism, and 
the shear involvement in the fa ilure of beams, remain unresolved. 

Shear strength 

Only a sm a ll number of sh ear-strength tes ts have been carried out and repor ted. In fact, 
m any tests described as "shear " are actually the result of mixed-mode failures as in punch 
tests. Indeed , it is extremely difficult to ob tain pure shear strengths. The bes t sets of shear
test data availa b le are those of Paige and Lee (1967) and of D ykins (197 I). P a ige and Lee's 
(1967) results show similar trends with brine volume changes (Fig . 1 I) as do in-situ cantilever 
beam tests (Fig. 9) . Also the a bsolute value of the shear streng th is in the ra nge of observed 
fl exural and tensile strengths (with tension a pplied parallel to the growth direction). Dykins 
(197 I) found the shear streng th of sea ice to b e not apprecia b ly affected by different crystal 
orientations. This indicates again that not only are grain boundaries and the basal planes 
of ice crysta ls lines of easy slip but that the same is also true of p la nes within the substructure 
where brine pockets and imperfections are lined up. 
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Fig. 11. Shear strength as afimction of the square root of brine volume (Paige and Lee, 1967). 

Even though the few results available indicate a strong dependency of the shear strength 
on the load or strain-rate, this effect cannot yet be quantified. This is an area requiring 
more thorough investigations. 

Some contradictory results on the effect of temperature on shear strength have been 
reported by Kantona and Vaudrey (1973). On the one hand, shear strength increased signifi
cantly in a similar fashion to other strength results when the temperature was lowered from 
- 2 to - 10°C. On the other hand, the shear strength was lower at - 10°C than at -4°C and 
greater at -20°C than at - 27°C. This last result is probably incorrect, but it is mentioned 
here in order to show the gaps and to stimulate further investigations, especially on shear 
strength, which has been widely disregarded in the past. 

Suggestions for further study 

Although our knowledge of the relationships between the various strength properties of 
sea ice and its brine volume is fairly satisfactory, additional studies at high brine volumes would 
be most useful. In addition, uncertainties remain regarding the effect on strength of the 
strain- or stress-rate, of the sample size, of the loading direction in relation to the crystal 
orientation, and of the crystallization of solid salts. Also the behavior of sea ice under two- and 
three-dimensional stress states has not been investigated even though such stress states actually 
occur in many applied problems. 

ELASTIC MOD ULUS 

There has not, as yet, been an adequate theoretical treatment of the variation in the elastic 
modulus of sea ice with brine volume and crystal orientation based on a realistic model of the 
arrangement of inclusions in sea ice. Even so, current experimental observations are in 
general agreement with theoretical predictions for materials with a random distribution of 
pores in that the variation in E with the volume fraction of pores is to a good approximation 
linear in the porosity range 0 to 10% (Coble and Kingery, 1956; Buch and Goldschmidt, 
1970), which is the range in which sea ice has primarily been studied. 

Dynamic measurements 

By dynamic measurements of the elastic modulus E we mean values determined by either 
the rate of propagation of vibrations in the ice or by exciting natural (resonant) frequencies of 
different types of vibrations. The displacements in such measurements are extremely small 
and, for many purposes, anelastic effects can be neglected. Therefore, dynamic measurements 
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ot E tend to be quite reproducible when compared with E values determined from typical 
mechanical tests. 

In-situ seismic determinations of E for natural sea ice have been reviewed by Weeks and 
Assur (1967). More recent results have been reported by Kohnen (1972). E was found to 
vary from (1.7 to 5.7) X 109 N/m2 when measured by ftexural waves and (1.7 to 9.1) X 109 

N /m2 when determined by in-situ body-wave velocities. The E values when measured on 
similar ice, are invariably larger when determined by body waves. This is reasonable 
inasmuch as the ftexural-wave velocity is controlled by the overall properties of the ice sheet 
while the body-wave velocity is controlled by the high-velocity channel in the usually cold er 
and stiffer upper portion of the ice. Pronounced changes in E are noted throughout the year 
with high values occurring in winter (cold, low brine volumes) and low values in the summer 
(warm, high brine volumes). Detailed studies of the relation between E and brine volume 
have been made by Anderson ( I958[b]) and Brown and Howick ( 1958). Both test series 
show a pure-ice intercept at zero brine volume of (9 to 10) X 109 N jm 2 and a pronounced 
decrease in E as Vb increases. The Anderson's results are shown in Figure 12. 
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Fig. I2. Elastic modulus of sea ice as determined by seismic techniques versus brine volume (Anderson, 1958 [b] ). The three 
triangular points are the results of static tests performed by Dykins ( 1971 ). 

The remainder of the dynamic de terminations of E were made on small specimens which 
had been removed from the ice sheet. A representative series of tests performed by Langleben 
and Pounder (1963) is shown in Figure 13. E values at zero brine volume are characteristi
cally found to be (9 to 10) X 109 N /mZ, in good agreement with the seismic determinations. 
The decrease in E with increasing Vb appears to be linear within the range of brine volumes 
studied. Recent studies suggest that at Vb values greater than o. I the value of E decreases 
more slowly becoming a weak function of Vb at Vb values in excess of 0.15 (Slesarenko and 
Frolov, [1974] ). This is in general agreement with theoretical predictions (Coble and 
Kingery, 1956; Hashin, 1970). However in these predictions, appreciable deviations from a 
linear relation do not occur until porosity values become larger than 0.2. 

Static measurements 

Static measurements of E are much more variable and difficult to interpret than are 
dynamic measurements because of the visco-elastic behavior of ice when subjected to signifi
cant stresses for finite time periods. Nevertheless static measurements are extremely important 
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Fig. 13. Elastic modulus of cold arctic sea ice as determined by small specimen tests versus brine volume (Langleben and Pounder 
1963). 

as they are required in the consideration of problems such as ice forces on structures and 
vessels and bearing-capacity calculations. 

The most extensive study of the static modulus of sea ice is by Dykins (1971) who tested 
small beams in bending. His stress- strain curves which were obtained at stress rates of 
2.6 X 105 N /m2 s were quite linear. The plots of E versus temperature are suggestive of 
discontinuities at the temperatures where Na2S04 • 10H20 and NaCI· 2H20 precipitate 
(-8.7°C and - 22 .8°C respectively). However, testing is not sufficiently detailed to establish 
this effect clearly. When E was plotted against Vb, the values indicated by the triangles in 
Figure 12 were obtained. It is encouraging to note that the values obtained by static measure
ments are in general agreement with the "seismic" values obtained by Anderson. 

In 1967 Weeks and Assur (1967) proposed the following relationships between the elastic 
modulus E, the ftexural strength af, and the brine volume Vb in connection with the formula
tion of a physical model of sea ice, 

Gc 

E 

Eo 

By combining both equations we obtain 

Laboratory tests on the ftexural strength and elasticity of saline ice as determined in 
ftexure have been carried out by Schwarz (1975) . The results plotted in Figure 14 support the 
theoretically developed relationship between E, af and Vb. These results are quite important 
to investigators working on the physical modeling of ice problems in which it is desirable to 
keep the ratio E /a the same in both the model ice and the natural ice. As indicated in Figure 
14, for high brine contents the elasticity of saline ice is too small compared with its strength. 
Current measurements of the E /a ratio of natural sea ice give values varying between 2 000 
to 5 000 as determined in flexure and tension to as low as 330 as determined in compression 
(Schwarz, 1975; Johnson, [1972]) . 
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Fig. [4. Normalized strength versus normalized elastic modulusfor saline model ice (Schwarz, [975). 

Poisson's ratio 

In discussing Poisson's ratio, i.e. the ratio between the strain in two directions perpendi
cular to each other in simple tension, it is important to distinguish between the dynamic and 
the static method. The only data presently bearing on the variation of Poisson's ratio f1-
with sea-ice structure and state is that of Lin 'kov (1958) based on in-situ seismic observations 
at Kap Shmit, Siberia. From these observations, Weeks and Assur (1967) proposed a formula 
which expresses f1- as an extremely weak function of ice temperature. Presumably, the prime 
functional relation will prove to be between f1- and Vb!. The value of f1- would also be expected 
to vary with the structural orientation of the ice and the loading conditions (assuming that 
the ice is to a large extent permeable). Inasmuch as studies of other materials indicate that f1-
shows only slight changes « 10 %) over porosity ranges of up to 30% (Buch and Goldschmidt, 
1970), for most engineering purposes f1- can be considered constant with a value of t. Also a 
detailed examination of the theoretical effects of the vertical variation of f1- through a floating 
ice sheet on the mechanical response of the sheet (Hutter, 1975) has indicated that for most 
real problems it is not necessary to consider the variation of f1-. 

Although the above may be true for elastic deformation, it is quite important to know the 
ratio of the strain in different directions if the ice deforms visco-elastically or plastically. 
Static measurements of the strain ratio have been carried out by Hirayama and others (1974) 
by freezing strain gages along the three principal strain directions into a fresh ice cover in 
front of a vertical pile. As long as the ice deformation remained elastic, Poisson's ratio was 0.3. 
But when the ice was deformed plastically the ratio Ez : Ex (z being the vertical direction, 
x the direction of advance and y the lateral direction) increased to about 0.8 due to the lateral 
confinement of the ice cover (Ey ~ 0). This caused the ice cover to fail by cleavage as a 
result of tensile strain in the z-direction. Similar investigations on the strain ratio in different 
directions are desirable for sea ice in respect to stress state, temperature, salinity, and loading 
rate . 

FRICTION AND ADHESION 

The frictional and adhesive characteristics of sea ice are extremely important in a wide 
variety of applied problems. For instance, current thinking on the physics of ice breaking by 
ships suggests that in continuous-mode icebreaking the dominant aspect of the ice resistance is 
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related to forces associated with the buoyancy of the ice (Lewis and Edwards, 1971). These 
include the frictional forces between the broken ice and the hull (forces associated with the 
initial breaking of the ice appear to be comparatively small). Also, as we have discussed 
earlier, current testing indicates that ice forces measured during studies of ice and piles are 
as much as 50% higher if the ice is allowed to bond to the pile (Croasdale, 1974). In fact, 
ice- ice and ice-metal friction and ice-metal adhesion are components of a proper analysis of 
almost every problem concerned with the differential motion of sea ice and structures. 
Therefore, the paucity of information on this subject is rather surprising. 

Table II summarizes the currently available data. There obviously is considerable scatter 
and the data are of use only for providing rough estimates. It is recommended that anyone 
using these data study the details of how the different data sets were obtained before applying 
them to specific problems. Some general conclusions can, however, be drawn from the tests. 
These are: static friction coefficients are appreciably larger than dynamic coefficients reaching 
values of up to 0.7 and are also relatively independent of surface pressure; dynamic coefficients 
first decrease rapidly with increasing surface pressure up to values of roughly 5000 N jm2, 

Investigator 

Arnol'd-Alyab'yev (1938) 

Jansson (1956) 

Milano ( 1962) 

Ryvlin and Petrov (1965) 

Enkvist (1972) 

Finke (1972) 

Airaksinen (1974) 

Grothues-Spork (1974) 

TABLE II. FRICTION COEFFICIENTS 

Friction co4ficient 
Static Kinetic Test material 

0.15- 0.25 0.100- 0.200 sea ice- stainless steel 
0.30- 0.35 0.200 sea ice- painted steel 

0.25 0.100--0.150 sea ice- steel 
0.25 0.200 "polar" ice- steel 

0.30-0.50 0.100--0.200 

0.15-0.20 sea ice- rusted steel 
0.03- 0.04 sea ice- wet smooth steel 

0.025- 0 .045 brackish ice (0.9%o)-smooth steel 
0.110 brackish ice (0.9%o)- rough steel 

0.090--0.190 snow- smooth steel 
0.3 10 snow- rough steel 

0.030- 0. I 00 wet snow- smooth steel 
0.140 wet snow- rough steel 

0.045- 0.065 sea ice-steel 

0.40- 0.70 0.070-0.250 sea ice- steel 

0.30-0.50 o. I 20- 0.230 sea ice- steel cone 

Test 
temperature 

QC 

o 
o 

-5 

- 7 

while at higher surface pressures coefficients are generally constant with values varying be
tween 0.04 and 0.11; dynamic coefficients are practically independent of velocity (even on 
wet ice) ; dry snow increases sliding friction to about four times the value for dry ice, and wet 
snow produces essentially the same values as dry snowless ice. 

There do not appear to be any detailed studies of the adhesion of sea ice to surfaces. 
This is not too surprising in that if the adhesion of pure ice to clean surfaces is difficult to 
understand then the adhesion of sea ice to dirty surfaces can hardly be a readily tractable 
problem. It is reasonable to assume that the adhesive strength will prove to be highly depen
dent on the brine volume in the ice although preliminary attempts to obtain a correlation 
with ice salinity have shown that the relation is not simple (Ryvlin and Petrov, 1965) . Addi
tional work on this subject is badly needed. 

THERMAL PROPERTIES 

From an engineering point of view our knowledge of the thermal characteristics of sea ice 
is in a fairly developed state. The classic reference on this subject is Malmgren (1927). 
However his studies have recently been expanded by several different authors; specifically 
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Anderson (1960), Schwerdtfeger (1963) and Ono (1966, 1967, 1968). Here by the thermal 
properties of sea ice we particularly refer to the parameters comprising the thermal diffusivity 
term in the diffusion equation; i.e. the specific heat, the thermal conductivity, and the density. 
However we will also discuss the latent heat and the heat required to melt sea ice that is 
initially at an arbitrary temperature. All of these show properties fairly complex dependence 
on both the temperature and the composition while the thermal conductivity also requires 
information on the geometric distribution of all the components. 

Specific heat 

The specific heat of sea ice primarily depends upon the amount of water changing state 
during a temperature change as well as on the specific heats of pure water, ice, and solid 
salts making up the sea ice. The pertinent equations can be found in either Schwertdfeger 
(1963) or Ono (1967). Both authors tabulate calculated values of the specific heat in the 
salinity and temperature ranges of 0 to 10%0' - 2°C to - 23 °C (Schwerdtfeger, 1963) and 
o to [[ %0' - 0. I °C to - 8.0°C (Ono, 1967, 1968). Slightly different constants were used 
producing slightly different specific heats, with Ono's values being usually lower than 
Schwerdtfeger's (the maximum difference of 4.4% occurs at high salinities and temperatures) . 
Schwerdtfeger's values have recently been compared against the results of a series of deter
minations of the specific heat of artificial sea ice performed by Dixit and Pounder ( [975). The 
agreement was very good (within 4 .5% ) with the experimental value commonly being 
slightly larger than the theoretical. An earlier comparative study using specific heats of real 
sea ice on SP-4 versus theoretical values as calculated by Malmgren can be found in Nazintsev 
( [ 959)· 

Latent heat 

In pure materials the latent heat is a well-defined parameter implying a t"elease or absorp
tion of heat at the constant temperature specified by the particular phase change involved. 
In sea ice such a "discontinuous" process does not occur and the heat input (or output) is 
associated with a continuous change in sample temperature. Nevertheless the amount of 
pure ice formed from a unit mass of sea ice at the freezing temperature can be ascertained 
and the heat associated with this ice calculated. Values of this "latent heat" for ice salinities 
of up to 8%0 are calculated by Schwerdtfeger (1963). Perhaps more important are the values 
of heat required to completely melt isolated specimens of sea ice. Calculated values of this 
parameter can be found in Schwerdtfeger (1963) and in Ono ( [ 968). A particularly useful 
parameter is the amount of heat required to change the temperature of 1 gram of sea ice from 
one arbitrary temperature to another. Nomographs a llowing this quantity to be rapidly 
determined are given by Untersteiner (1964) and by Ono ( 1968). 

Thermal conductivity 

The thermal conductivity k of sea ice is a particularly interesting property in that it is 
dependent on the geometric arrangement of the phases involved as well as their relative 
volumes and conductivities. Sea ice of course is a mixture of ice, brine, and air, and, at 
temperatures below - 8 .2°C, solid crystals of salt. Anderson ( [958[a], [960) calculated k 
for several different geometries of ice and brine: parallel layers of brine and ice with conducti
vity measured (a) normal to the layers and (b) parallel to the layers, and (c) parallel brine 
cylinders spaced according to thin-section measurements with conductivity measured parallel 
to the axis of the cylinders and (d) spherical brine pockets. Options (b) and (c) which are the 
most realistic gave very similar results. However, Anderson did not consider the presence of 
gas in the sea ice. This important factor was included in the calculations of Schwerdtfeger 
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(1963) and Ono (1968) but in slightly different ways. Schwerdtfeger considered the gas phase 
to be uniformly distributed in spherical inclusions within the ice only and then included the 
brine as a series of vertical cylinders alined parallel to the direction of heat flow. Ono con
sidered the air bubbles to be uniformly dispersed in both the ice and the brine with the brine 
being arranged in layers oriented parallel to the direction of heat flow. Ono's results, which 
are based on a slightly more realistic model, are preferable, although either set of values 
should be adequate for most purposes. 

Both Schwerdtfeger's and Ono's calculations only go down to _ 8°C (just before the first 
solid salt, NaZS04 ' IOHzO, crystallizes out of the brine). Calculations of the values of k at 
lower temperatures have not been carried out because thermal conductivities of the different 
hydrated solid salts are not available . Fortunately this is not a major problem inasmuch as at 
temperatures near -8°C, the k of air-free sea ice, which rarely would have a salinity of more 
than 10%0' is within roughly 1 % of the k of air-free pure ice with the difference decreasing as 
the temperature drops. 

Comparisons between the calculated values of k and values measured from natural sea ice 
have been made by several different authors, notably Schwerdtfeger (1963), Lewis (1967) and 
Weller (1968). In all cases good agreement was obtained. This was particularly true in the 
study by Lewis, which is the most extensive comparative investigation yet published. 

We feel that the short-comings in any such comparisons are not with the details of how k is 
calculated but with the fact that only rarely is the volume of gas entrapped in the ice measured 
precisely enough (it is rarely measured at all) to allow really first-class comparisons to be 
made between theoretical and observed values. Although this might not prove to be a major 
problem in the first-year ice upon which these published comparisons have been made, there 
is every reason to believe that gas measurements would be essential to any comparative study 
using multi-year ice. It is also reasonable to assume that the processes of brine migration 
within the ice sheet should result in the vertical transfer of appreciable amounts of heat. 
The effects of such processes on altering the observed values of k have not, to our knowledge, 
been seriously examined. 

Density 
Information on the variation of the theoretical density of gas-free sea ice can be found in 

Malmgren (1927), Zubov (1945) and Anderson (1960) with values ranging from 920 to 950 
kg/m 3 depending on the temperature and salinity of the ice. Because of gas entrapped in 
natural sea ice, real densities are invariably lower than these calculated values. Calculations 
of sea-ice density incorporating the effects of gas inclusions are given by Schwerdtfeger (1963) 
and Ono (1968). As Schwerdtfeger points out, in density as in thermal conductivity, there 
are two interesting asymptotic tendencies in that at temperatures near the melting point the 
values of these parameters are largely controlled by the amount of liquid brine present while 
at low temperatures it is the volume of entrapped air that is the important factor. 

In first-year ice densities of 910 to 920 kg/m3 are common although values as low as 840 
kg/m3 have been observed during the early part of melt season (Weeks and Lee, 1958). 
Detailed ice-profile information collected on the 1971 and 1972 AIDJEX stations gave 
average multi-year ice densities of 910 and 915 kg/m3 (Hibler and others, 1972; Ackley and 
others, 1974). The data collected in 1972 indicated that the higher the freeboard of the 
(multi-year) ice, the lower the average ice density as given by the empirical equation 

p = - 1941+ 974, 
where p is the ice density (in kg/m3) andfthe freeboard in m etres. For most purposes, unless 
detailed information on the actual density ofa specific piece of sea ice is required (which would 
probably require direct field measurements), a value of 91 0 kg/m 3 should serve as a reasonable 
estimate. 
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Thermal diffusivity 

The parameter that actually enters the differential equation for heat transfer in an isotropic 
medium is the thermal diffusivity K == kj pc where k is the thermal conductivity, p is the densi, y, 
and c is the specific heat. The temperature dependence of K is more than the temperature 
dependence of the three parameters that comprise it in that as temperature increases, k 
decreases while both p and c increase. A graph showing the calculated variation in K in the 
temperature range 0 to _ 8°C and the salinity range 0 to 12%0 is given by Ono (1968). 
Comparisons between observed and calculated values of K have been made by both Well er 
(1968) and Ono (1968) with rough agreement. One striking result of Weller's study was the 
obvious importance of the effect of direct radiation on determining the temperature in such a 
transparent medium as sea ice. If it becomes necessary to take the absorbtion of short-wave 
radiation into account, observed values for the extinction coefficient fortunately show general 
agreement: 0 .013 cm- I (Bunt, 1960),0.01 I cm- I (Thomas, 1963),0.013 cm- I (Untersteiner, 
1961) and 0.012 cm- I (Weller, 1968). 

ELECTROMAGNETIC PROPERTIES 

The variations in the electromagnetic properties of sea ice are both complex and poorly 
understood and have only recently been studied in detail. As we mentioned earlier these 
properties are of prime importance in remote sensing where a thorough understanding of the 
interactions between electromagnetic radiation and sea ice is desirable for both interpreting 
field observations and designing new instruments. 

Many of the electrical measurements on sea ice have been performed on "artificial" 
samples that were prepared in the laboratory. Therefore it is interesting to start our discussion 
with observations on the d.c. resistivity of sea ice, a parameter that is commonly measured in 
the field on natural ice sheets using a Wenner array of electrodes. McNeill and Hoekstra 
(1973) and Kohnen ([1976]) obtained resistivity values of between 40 to 120 Q m in repre
sentative first-year ice when small electrode spacings were used. Smaller values (6 to 32 Q m) 
were observed by Fujino ( 1960) but the ice that he studied was thinner, warmer and more 
saline. As the electrode spacings increased, the resistivity values dropped rapidly, approaching 
a value of 0.4 Q m which is the resistivity of cold sea-water. As might be expected, attempts to 
determine ice thickness via the use of such data have been unsuccessful. The difficulty is that 
the models used in the analysis assume not only that we are dealing with a layered system 
(which, of course, we are) but also that the individual layers are electrically homogeneous. 
That this last assumption is far from the case can be seen in Figure 15 which presents resistivity 
values determined at 18 kHz by McNeill and Hoekstra (1973) on cores from both first- and 
multi-year ice. The first-year ice values vary from 65 Q m at the upper surface to roughly 
3 Q m near the bottom at 1.40 m and are in reasonable agreement with the d.c. resistivities. 
Multi-year ice shows much larger variations (over three powers of ten) with values of 20000 
Q m for the cold low-salinity surface ice and 20 Q m for the warmer more saline ice at the 
bottom of the sheet. The break in the multi-year resistivity profile corresponds to a break in 
the salinity profile caused by the presence in the lower portion of the ice sheet of more saline 
ice formed during the latest ice-growth season. Temperature and salinity profiles can be found 
in the original paper. 

One rather surprising result of both the resistivity studies of McNeill and Hoekstra and of 
Kohnen is that when the electrode array was moved from site to site on the ice using a fixed 
electrode spacing and a similar lateral shift for each move, the apparent resistivity showed 
large fluctuations of a factor of four (see Fig. 16) even though the first-year ice in both areas 
was specifically selected for its apparent lateral homogeneity and each measurement integrates 
over a considerable volume of ice. These are rather sobering results, because if such variations 
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Fig. 15. Vertical resistivity profiles oJ typical first year and multi-year sea ice measured at 18.6 kH z (McNeill and Hoekstra , 
1973)· 

prove to be commonplace in otherwise laterally uniform sea ice, they obviously must be 
considered in the development of remote-sensing systems designed to measure ice charac
teristics. These resistivity fluctuations must at least in part be due to erratic salinity variations. 
It has been known for some time (Weeks and Lee, 1962) that there are significant random 
lateral variations in salinity measured at identical depths in the ice. Even so, resistivity 
variations of such magnitude are surprising. Variations in multi-year ice would be expected 
to be even larger. 

Studies of the dielectric characteristics of sea ice that cover a wide range of frequencies 
below 100 MHz and/or temperatures are those of W entworth and Cohn ( lg64), 0.1 to 
30 MHz, - 5 to - 40°C; Fujino (Ig67[a], Cb] ), 100 Hz to 50 kHz, - 5 to - 70°C; Addison 
(1969),20 Hz to 100 MHz, - 12.5 to - 35°C; Khokhlov (1970), 100 Hz to I MHz, - 5 to 

o 5 10 15 
Locolion of Cenler of Arroy (m) 

Fig. [6. The apparent resistivity offirst year ice oJ uniform thickness determined in a linear traverse with a W enner array having 
an electrode spacing oJ 0.92 m (McNeill and Hoekstra, [973). 
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- 30°C; and Addison (1975), 1kHz, -25 to - 150°C. The studies of the temperature 
dependence of the dielectric constant, particularly that by Addison ( 1975) have proven to be 
quite informative in that the temperatures at which the various solid salts crystallize from the 
brine can be identified. Also the data indicates the presence of brine within the ice until much 
lower temperatures (- 70 to - 75°C ) than suggested by earlier studies. Finally, although 
there is evidence for fluoride doping in the ice phase of sea ice, there appears to be no strong 
reason for postulating substitutional chloride. 

The measurements of the frequency dependence can be considered in three parts (Fig. 17). 
In the low frequency range both the real and imaginary parts of the dielectric constant (E' and 
E") show very large values ( 104 to J07 ) with / ' values being larger than E' up to at least I MHz. 
The loss tangent (tan 0) is usually near 10 indicating that sea ice is a rather lossy material in 
this range. As frequency increases the values of E' decrease almost inversely up to I MHz. 
Addison (1970) suggests that in this frequency range the observed electrical properties are 

" '" 
'" o 

Frequency 

102,----, ____ -, ____ ,-____ ,-__ -, ____ -, ___ 

Frequency (Hz) 

I 
I 
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Fig. 17. Schematic diagram showing the variation in the real (./ ) and imagillary (E') compollents of the dielectric cOllslallt alld the 
loss tangent (tan 3) as a function of frequency; based primarily Oil results of Addisoll ( 1969) alld Vant (ullpublished). 
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principally controlled by the migration of ions in the irregular inter-connected brine channels 
that link the electrodes. The experimental observations (Fujino, Ig67[a], [b]) suggest that at 
low temperatures when the brine channels are no longer interconnected, this mechanism 
becomes ineffective. 

In the mid-frequency range ( IQ to 100 kHz), curves of E' versus temperature show a down
ward concavity and two maxima are observed in many of the tan 8 curves. The suggested 
but tentative explanation is Debye dispersion of the ice protons with a somewhat shortened 
relaxation time. Similar reduced relaxation times have been observed in fluoride-doped ices. 

At frequencies above I MHz the curves for ,o' flatten out and the €o" curves also decrease 
less rapidly (above IQ MHz). There is also a gradual decrease in tan 8 from I MHz to 
10 MHz where it usually has values near or below unity. The dispersion in this range is 
believed to be the result of interfacial polarization arising from the presence of brine inclusions. 
As such, it should be possible to model the variations in E in terms of a mixed dielectric model 
based on the volume of brine present in the ice. That this would be a profitable approach was 
shown by Weeks ( lg68) who took the Wentworth and Cohn data at 3 MHz, grouped the 
values according to structural ice type (normal sea ice, frozen slush) and plotted €o' versus Vb. 
The result was two straight lines with distinctly different slopes. 

The dielectric properties of sea ice at higher frequencies have been studied by Hoekstra 
and Cappillino ( 1971), 0.1 to 24 GHz; Sackinger and Byrd (1972), 26 to 40 GHz; Vant and 
others (1974), 10 and 35 GHz, and Vant (unpublished), 100 MHz to 40 GHz. Values of €' 
and E" range between 2.5 and 6.0 and 0.0 and I.g respectively. In correlating their data 
Hoekstra and Cappillino used with considerable success over a wide range of brine volumes a 
dielectric mixing formula proposed by DeLoor (unpublished). The relation was 

ES' = E;' ( I - 3Vb) , 

where €Os' and €Oi' are the real dielectric constants of sea ice and pure ice respectively and Vb is 
the relative volume of brine. The actual values obtained by Hoekstra and Cappillino are 
suspect because the structure of the artificial sea ice that they produced by flash freezing 
was probably not similar to the structure of natural sea ice. The model assumes that the brine 
inclusions are spherical. Vant and others (1974) also used this relation to correlate their data 
and obtained good results for frazil sea ice (correlation coefficient r = 0.8 I) and for columnar 
sea ice (r = o.go). For multi-year ice the correlation was lower (r = 0.57). They also used 
another model based on Wiener's dielectric mixing formula which gave a higher correlation 
(r = 0.723) for multi-year ice and slightly lower correlations (r = 0.76 and 0.85) for frazil 
and columnar ice. This work has recently been greatly expanded by Vant (unpublished) who 
has also successfully used empirical dielectric mixing equations to predict the dielectric 
behavior of sea ice at any of the several frequencies he studied. He has also attempted to 
develop a general theoretical model that works over a wide frequency range. At present the 
theoretical and observed values are in reasonable argeement for first-year ice. The fact that 
results for multi-year ice show less than good agreement is believed to be the result of large 
variations in the amount of entrapped gas in the ice as well as of the very low overall salinities 
characteristic of such ice. A detailed discussion of Vant's results is beyond the scope of this 
paper. However, his results are particularly encouraging in that the dielectric loss of sea ice at 
I GHz is a factor of 5 less than initially reported by Hoekstra and Cappillino. Figure 18 
shows the trends of the frequency dependence of both the attenuation (dielectric loss) in 
dB/m and the attenuation distance (skin depth) in meters for first-year sea ice based on the 
experimental results of Addison (I g6g) and Vant (unpublished) . This figure is very in
formative in explaining the difficulty in developing an operational system for remotely 
determining sea-ice thickness: at low frequencies the p enetration is good (low attenuation) but 
the resolution is poor (the wave length A ~ ice thickness h) while at high frequencies the 
resolution is good (h ~ A) but the penetration is negligible. The figure suggests that the best 
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compromise between these two conflicting requirements would be found in the frequency 
range between 10 MHz a nd I GHz. In fact the G c:ophysical Survey Sys tems Inc. VHF 
impulse radar system which has proven to be effective in profiling sea ice (Campbell a nd 
Orange, 1974 ; Kovacs, in press) has a center frequency in this range (100 MHz). Sovie t 
inves tiga tors have also had success in profiling sea ice when working in this frequency ra nge 
(Bogorodskiy and Tripol'nikov, 1975 ; Finkel'shteyn and others, 1975). 

Finally we would like to note that Campbell and Orange (1974) while using the above
mentioned pulsed radar system to measure the thickness of sea ice have noted a marked 
change in the amplitude of the return from a vertically polarized signal when the antenna was 
rotated . This anisotropy has been observed in both first-year and multi-year ice with a ll 
first-year ice showing the effect and som e showing it very strongly. Similar but less pro
nounced results were observed on multi-year ice. The effect was not noted on fresh-water ice. 

(m) 

E ---- Attenuation Distance 

-- Attenuation 

-12 

-35 

10- 3L---L...--'. _ _ --'-__ -'--_ ---' __ -'-__ -'---__ '-

10 1 
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Fig. 18 . Allenuatioll alld altenuatioll distance versus frequellC)' Jor electromagnetic radiatioll penetrating first-year sea ice 
(Addisoll , 1969; Vant , unpublished ) . 

In som e fast-ice areas the orientation of the maximum re turn remained roughly constant over 
distances of the order of kilometers. In other areas characterized by obviously rotated ice 
plates, marked changes in the orientation of the maximum occurred over distances of mete rs. 
I t has been tentatively suggested that these effects are the result of a highly preferred crystal 
orientation in the lower portion of the ice sheet and the one check that was made suggests 
that the maximum return is received when the output fi eld is oriented roughly parallel to the 
c-axis direction (normal to the platy substructure). These experiments and their interpreta
tion a re, as yet, hardly conclusive. Nevertheless, if they are correct they will provide a link 
between the observations m en tioned in the first portion of this review detailing the increasing 
evidence for the existence oflarge domains of ice crystals with similar c-axis orientations in the 
lower portions of thicker (> I m ) fast ice and the fact , noted several times in our discussion o \" 
m echa nical properties, that changes in crystal orientation correspond to large differences in 
observed strength. 
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CONCLUSIONS 

In the above we have attempted to provide an introductory assessment of what is known 
about the engineering properties of sea ice by discussing its mechanical, thermal, and electrical 
properties. W e have not quoted all the pertinent references but we have to the best of our 
knowledge m entioned all the major studies relating to this highly specialized field of study. 
Works that we have omitted should be readily locatable via the bibliographies in the referenced 
material. Because of space limitations we have been unable to discuss adequately differences 
in experimental results as related to differences in measurement techniques. We caution the 
reader against using any of the experimental values quoted here without thoroughly investi
gating the techniques used in making the measurements. In discussing the available results, 
we have tried to stress gaps and inconsistencies in the data base. Specific obvious examples are 
the conflicting results on whether both E and CJt go to zero at high values of v (> 0.3) or have 
values that are essentially independent of Vb. This is particularly important inasmuch as the 
lower portion of every piece of sea ice contains ice that has brine volumes in or near to this 
range. Also important is the effect of variations in strain- or stress-rate, of sample size, of the 
loading direction in relation to the crystal orientation, and of the precipitation of solid salts 
within the ice. 

There is clearly much to be done. However, we feel that if proper standardization of 
testing techniques is followed by combined laboratory and (when necessary) field testing, we 
should be able to resolve many of the remaining problem areas within a reasonable period of 
time. Writing this review has helped clarify many of these problem areas for us. W e hope that 
it will serve as a similar aid to the reader. W e anticipate that considerable advances will be 
made in our understanding of the engineering properties of sea ice within the next few years. 
It is certainly essential that such advances be made if the engineering problems associated with 
increased off-shore activities over the Arctic continental shelves are to be analyzed using good 
quality data as opposed to "informed guesses". 
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DISCUSSION 

S. F. ACKLEY: In comparing your results to Peyton's you mentioned the variation of strength 
with growth direction. However, the variation of crystal orientation with thickness is also 
important in this comparison. Were the fabric variations comparable to Peyton's; i.e. was 
the c-axis basically horizontal where you indicate the converse to Peyton's results? 

J. SCHWARZ: As mentioned in our paper, the ice was frozen very rapidly from water of 10%0 
salinity, which caused the salinity within the ice to be 2.7%0' The c-axis of the Baltic sea ice 
was horizontal and the structure of the ice crystals very similar to that of young sea ice. 

P. TRYDE: Stratified water is known to develop in the Baltic Sea, with low salinity water at 
the surface. From where were the Baltic Sea samples taken? 

SCHWARZ: The ice was taken from Lubecker Bucht. The relatively high salinity within the 
ice indicates little or no stratification. 

K. R. CROASDALE: You have mentioned small-scale strength tests on sea ice, and the use of 
standardized test techniques. What special precautions are needed in handling samples to 
ensure that the brine distributions are not disturbed? 

SCHWARZ: Brine drainage during sea-ice testing is indeed a serious problem. Unless tests are 
carried out below - 20°C drainage cannot be avoided. Professor Tabata has agreed to study 
the effect of brine drainage on the strength of sea ice as a function of time and temperature. 
The results will be used by the Standardization Task Group to establish guide-lines for testing 
sea Ice. 

CROASDALE: Multi-year ice will probably govern ice forces on off-shore structures in the 
Beaufort Sea. Does this form of sea ice present any special problems in terms of specifying 
stren<sth properties? 

W. F. WEEKS: I feel that multi-year ice is easier to study than first-year ice. The reason for this 
is its low salinity which minimizes the problems associated with brine drainage. 

R. FREDERKING: How important do you think it is to study sea ice from November to January 
in order to understand the behavior and properties observed in May? 
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WEEKS: It is very desirable to be able to follow the sequential changes in the characteristics of 
a given sheet of sea ice in that this gives you insight into how things get to be the way they 
are. However, if it is not possible to do this, it is still possible to obtain very useful information 
by taking the ice that exists at the time you are there and heating or cooling it to the state that 
interests you. 

S. F . ACKLEY: Regarding the tension tests by Dykins, you referred to the vertical and hori
zontal directions. Are these the growth or the c-axis directions? Do you then see a switch-over 
in strength in tension as compared to compression relative to the c-axis direction? 

SCHWARZ: In the tension tests carried out by Dykins the vertical and growth directions are 
identical, as are the horizontal and c-axis directions. In the case of anisotropic ice the strength 
in compression and in tension seems to be coupled in such a way that if the uniaxial compressive 
strength of a sample, loaded in the vertical direction, is smaller than in the horizontal, the 
equivalent tensile strength (also vertical) should be higher. 

https://doi.org/10.3189/S0022143000029476 Published online by Cambridge University Press

https://doi.org/10.3189/S0022143000029476

	Vol 19 Issue 81 page 499-531 - Engineering properties of sea ice - J. Schwartz and W.F. Weeks

