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Recent research applies the technique magnetron sputtering to deposit thin films, improving corrosion 
resistance on the surface of the substrate,  it has been found that the thin films with grain size refinement 
surface hardens, the substrate temperature has a direct relationship with the microstructure formed 
improved the mechanical properties [1,2]. The deposit for magnetron sputtering allows you to deposit a 
more uniform and stable coating free of dislocations, cristallography imperfections than other 
conventional methods. Recently this technique has been applied to austenitic stainless steels which are 
very important in engineering since they possess a great chemical stability, in applications where a 
combination of high resistance is needed against corrosion, conformability and soldering [3], 
particularly for its excellent resistance to corrosion in aggressive environments [4].  Few research report 
the behavior to corrosion nanostructured films of this stainless steel on a substratum of the same steel, 
the electrochemical techniques as potentiodynamic polarization curves and electrochemical noise have 
been of great use to analyze the susceptibility to corrosion in different materials.  
 
The aim this work was to study the thin films of stainless steel 304 on substrates the similar steel. The 
nanostructured films were generated by magnetron sputtering in a sputtering system with a source of 
pulsed direct current. The nanostructured deposit temperatures were subjected at 25,100 and 200°C. The 
target, obtained from the atoms eroded and the substrate is an AISI 304 stainless steel. The chemical 
composition of 17.75 wt.%Cr, 7.77 wt.%Ni, 1.37 wt.%Mn, 0.370 wt.%Si, 0026 wt.%C. the balance Fe. 
Pre-deposit preparation was grinding to 1000 SiC grit is degreased with acetone. In this experiment the 
variable of interest was the temperature of deposit at three different temperatures 25, 100 and 200°C 
(three specimens were made for each temperature of deposit). For one thin film was characterized for 
scanning electron microscope (SEM). 
 
The thickness and adhesion of the films were analyzed by SEM. Figure 1 shows three images where the 
average thickness was about 200 nm. An optimal adhesion was not observed in figures 1a, 1b 
and 1c. Although there were good adhesion areas, some other areas did not show such adhesions due to 
the roughness of the substrate 
 
The corrosion behavior of the thin films 304 SS was determined by potentiodynamic polarization curves 
on a Solartron 1287 electrochemical interface using a platinum foil as the counter electrode and a 
saturated calomel electrode (SCE) as reference electrode. The working electrode consisted of base metal 
with the nanostructured thin film at different deposition temperatures. The polarization curves were 
measured from the cathodic to anodic area with a potential sweep rate of 1mVs 1. The results showed 
that the deposition temperature definitely influences the morphology of this thin film, at temperature of 
100°C, presenting a higher corrosion resistance. 

1822
doi:10.1017/S1431927613011100

Microsc. Microanal. 19 (Suppl 2), 2013
© Microscopy Society of America 2013

https://doi.org/10.1017/S1431927613011100 Published online by Cambridge University Press

https://doi.org/10.1017/S1431927613011100


 
 
Figure 1. SEM Cross sectional morphology nanostructures films: (a) with temperature to deposited 
25°C, (b) with temperature to deposited 100°C and (c) with temperature to deposited 200°C. 
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Figura2.  Potentiodynamic polarization curves of  thin films AI304 to different deposit temperature: 
25, 100 y 200°C immerse in NaCl to 5% solution  
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