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Due to their high strength and light-
weight characteristics, carbon fibers 

are frequently used as reinforcement ma-
terials for polymer resins. However, the 
degree of enhancement of mechanical 
robustness due to the carbon fibers still 
has room for improvement. The smooth 
surfaces and limited surface functional 
groups in commercially available carbon 
fibers are such that the adhesion between 
the fibers and polymer matrices is weak, 
leading to weak interfaces and compro-
mised strength. A potential solution to 
this problem has been provided by a re-
search team led by Victor Tcherdyntsev 
at the National University of Science and 
Technology, Russia, who has shown that 
heating carbon fibers in air prior to their 
use in the composite materials effective-
ly tackled the problem. Their work was 
published recently in Results in Physics 
(doi:10.1016/j.rinp.2019.102634).
 Increasing the number of oxygen-
containing moieties on carbon fiber sur-
faces could boost the fiber-matrix inter-
facial interaction. To realize this goal, the 
researchers adopted a thermal oxidation 
process to introduce oxygen-containing 
functional groups onto the carbon fiber 
surface. They heated the carbon fibers in 
a furnace to 500°C for 30 min in air. X-ray 

photoelectron spectroscopy revealed that 
the heating process introduced hydroxyl 
(–C–OH), ether or epoxy (–C–O–C–), 
carboxyl (–COOH), and carbonyl (–C=O) 
groups onto the carbon fiber surface. They 
showed that these functional groups could 
form chemical bonds with polysulfone 
when used as the matrix, and strengthen 
the fiber/polymer composite.
 The shear strength of the oxidized 
carbon fiber/polysulfone was found to be 
enhanced by 47% compared to that of the 
pristine carbon fiber/polysulfone, reach-
ing 62.9 ± 2.7 MPa. The scanning electron 
microscope image of the fracture surface of 
pristine carbon fiber/polysulfone showed 
multiple carbon fibers with clean and 
smooth surfaces, indicating that breakdown 
of the fiber/matrix interfaces was the rea-
son for the mechanical failure.  In contrast, 
the fracture surface of oxidized carbon fi-
ber/polysulfone contained carbon fibers 

bundled with polysulfone. The attachment 
of polysulfone onto carbon fibers marked 
the reinforced fiber/matrix interfaces.
 Juan Guan, professor of materi-
als science and engineering at Beihang 
University, China, suggests a different 
mechanism for the enhancement in the 
shear strength: “Typically, oxidization in 
air appreciably decreases the strength of 
carbon fibers, which could lead to a dif-
ferent failure model that alters the com-
posite’s shear strength.” Guan was not 
involved in this study.
 The facile strategy of improving poly-
sulfone adhesion to carbon fibers demon-
strated in this work could potentially be 
applied to other oxygen-containing poly-
mers such as poly(methyl methacrylate) 
and poly(dimethylsiloxane), thus creat-
ing opportunities for diversifying carbon 
fiber-reinforced polymers.
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Scanning electron microscope images of fracture cross sections of (a) pristine carbon fiber/poly-
sulfone and (b) oxidized carbon fiber/polysulfone. Credit: Results in Physics.
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Graphene and carbon nanotubes 
(CNTs) are promising materials for 

many applications due to their chemi-
cal, mechanical, and electrical proper-
ties. There is an emerging research area 
that is focused on combining CNTs and 
graphene for applications such as sen-
sors, solar cells, supercapacitors, and op-
toelectronic devices. This is achieved by 
growing a three-dimensional (3D) net-
work of CNTs on graphene or ultrathin 

graphite layers (CNTs/G). The great 
potential of the 3D CNTs/G composite 
structure in such devices is due to its ef-
ficient charge transfer and carrier col-
lection superior to 2D ultrathin graphite 
sheets alone. 
 In practice, the growth of 3D CNTs/G 
is challenging for two reasons: first, 
graphene and CNTs have different 
growth conditions, and second, control-
ling the density and length of CNTs is 
challenging. Current growth techniques 
necessitate complicated multistep pro-
cesses that limit the applicability of 
CNTs/G hybrid structures in devices. 
A research team at KU Leuven led by 

3D carbon nanotubes and 
graphene sheets grown 
simultaneously on copper 

Jin Won Seo has simplified the growth 
techniques into a one-step process where 
CNTs and ultrathin graphite layers are 
grown simultaneously. 
 The technique utilizes copper (Cu) 
nanoparticles, formed by first oxidizing a 
Cu foil at 190°C for 10 min, which causes 
the surface to roughen, then annealing un-
der hydrogen flow, thereby reducing the 
oxide layer and generating a Cu surface 
roughened by Cu nanoparticles. Ultrathin 
graphite layers grow from absorbed car-
bon atoms on the flat surface of Cu foil 
after introducing CO2 and acetylene into 
the chamber, while CNTs form from C 
atoms concentrated at the nanoparticles. 
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