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Abstract: 

 

The microstructure of lower bainite in 4317 type steels has been studied using 

optical microscopy and SEM. A lower bainite structure was produced by 

austempering. The nucleation and growth of lower bainite were analyzed at the 

beginning of the bainite transformation. At the same austempering temperature, the 

microstructures were analyzed for different austempering holding times, i.e. different 

bainite formation fraction. The results are compared to dilatometry results for each 

austempering temperature and austempering holding time in order to better 

understand the bainite phase transformation mechanism. 
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