
Failure Analysis of International Low Impact Docking System Latch Hooks  

1830
doi:10.1017/S1431927613011148

Microsc. Microanal. 19 (Suppl 2), 2013
© Microscopy Society of America 2013

https://doi.org/10.1017/S1431927613011148 Published online by Cambridge University Press

https://doi.org/10.1017/S1431927613011148


Mechanical Behavior of Materials : Engineering Methods for 
Deformation, Fracture, and Fatigue

Principles of Solid Mechanics

USAF Damage Tolerant Design Handbook: Guidelines for 
the Analysis and Design of Damage Tolerant Aircraft Structures

Fig 1. Fig 2.

Fig 3. Fig 4.  

Fig 5.  Fig 6.  

Microsc. Microanal. 19 (Suppl 2), 2013 1831

https://doi.org/10.1017/S1431927613011148 Published online by Cambridge University Press

https://doi.org/10.1017/S1431927613011148

