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With increasing use of carbon nanotubes (CNTs) and carbon nanofibers (CNFs) in commercial products, 
several toxicity studies have indicated that these materials may be harmful to humans when exposed via 
inhalation [1]. Due to complex morphological features, selective identification and quantification of 
airborne carbon nanotube and nanofiber particles is challenging [2]. Currently, such identification and 
classification of these airborne nanomaterials are conducted using transmission electron microscopy 
(TEM). After samples are obtained and imaged, individual particles are manually parsed from the 
background and classified based on aspect ratios and degree of agglomeration, among other descriptors. 
However, this process is highly time-intensive and requires significant technical expertise to perform the 
classification step [3]. We present here several machine learning approaches to classify a dataset 
consisting of over five thousand TEM images of carbon nanotubes and nanofibers (see Figure 1), 
demonstrating the potential to reduce future costs and improve accuracies in manual classification.  
 
The primary approach used in this work is transfer learning, a method in which pre-trained neural networks 
are used to extract features from images, which can then be used in a separate classification step. Here, 
we investigate three different transfer learning approaches. First, we used the VGG16 architecture, trained 
on ImageNet, and extracted features from the final fully connected layer of the network. We then used 
these features to train a linear SoftMax classifier with the classification scheme. Second, we used the 
ResNet50 architecture, trained on ImageNet, and extracted features from the final fully connected layer. 
These features were again used to train a linear SoftMax classifier. Lastly, we used the VGG16 
architecture, trained on ImageNet, with a hyper-column representation [4]. The hyper-columns were 
constructed from the end of each convolutional block, prior to pooling, and were taken at 10 percent 
density. These hyper-columns were then used to create a VLAD (vector of locally aggregated descriptors) 
[5] encoding for each image, which was then used to train a gradient boosting classifier. The hyper-column 
model is particularly promising, because it preserves information about many different length scales 
within the image, compared to the standard transfer learning methods which only use information from 
the final layer of the network.  
 
The total and categorical accuracies of each of these methods are summarized in Figure 2.  Each of the 
methods presented here was able to classify the image dataset with an accuracy between 70 and 75 percent. 
Of the three, the VLAD-encoded hyper-columns had the best total accuracy at 74.7 percent but suffered 
in performance on classifying images of CNFs. In its current state, these methods are not accurate enough 
to provide useful assistance in classifying carbon nanotubes and nanofibers. In particular, we require that 
the hyper-column approach have a higher accuracy in the CNT fiber and CNT cluster categories. One 
potential reason for the dip in accuracy in the fiber class when using the hyper-column approach is the 
lower density of features being considered. Currently, work is being done to correct for this, by 
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preprocessing the images to produce a mask prior to hyper-column selection. Additionally, we are 
constructing a hyper-column representation for the ResNet50 architecture and are in the process of more 
rigorously classifying the image dataset for training. The transfer learning approaches presented here 
demonstrate promising results expected to achieve upwards of 85 percent accuracy by future 
improvements [6].  
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Figure 1. Example images of carbon nanostructures from the TEM image dataset. From left to right: 
CNT Cluster, CNT Fiber, CNT Matrix, CNT Matrix-Surface, and Non-CNT.  
 

 
Figure 2. Categorical and total percentage accuracies for each transfer learning approach (VGG16, 
ResNet50, and VGG16 with VLAD-encoded hyper-columns).  
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