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Table 1: EDS Results, FOD Particles

Location Mode C O F Na Mg Si S

Particle 1 PP 45.50 42.72 6.56 1.04 0.21 0.93 0.33
Hvac 64.41 31.09 1.30 0.54 1.74

Particle 2 PP 44.78 41.07 6.98 0.85 0.28 1.02 0.64
Hvac 46.90 34.29 4.41 1.93 1.24

Particle 3 PP 34.86 42.76 8.61 1.03 3.44 1.14 4.60
Hvac 22.35 51.48 4.00 0.89 7.93 0.65 8.95
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