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CdTe is one of the most promising photovoltaic materials due to its near optimum band gap and a high
absorption coefficient. However, the efficiencies of both champion poly-crystalline CdTe photovoltaic
cells as well as production line modules are still significantly below the theoretical Shockley-Queisser
limit of ~30%.[1-2] Reduction of non-radiative recombination at grain boundaries is believed to be the
key to improving the efficiency of polycrystalline CdTe-based solar cells. [3] Atomistic-level
characterization, including scanning transmission electron microscopy (STEM) and first principles
density functional theory (DFT) modeling, is crucial in developing a fundamental understanding of how
grain boundaries affect the solar cells’ efficiency.[4]
In this contribution, we examine grain boundaries in poly-crystalline CdTe solar-cell samples and compare
the interfacial atomic and electronic structures with model-system CdTe grain boundaries using ultra-high
vacuum bonded bicrystals.[4] Atomic-resolution characterization is carried out in the JEOL ARM200CF
aberration-corrected scanning transmission electron microscope (STEM) using high-angle annular dark
field (HAADF) and annular bright field (ABF) imaging. The EELS mapping was acquired using a the
Gatan Quantm GIF to determine the chemical composition across the grain boundaries. Electronic defect
structures are studied using first-principles density functional theory (DFT) calculations. These
calculations were performed on structural models based on atomic-resolution STEM images.
Figure 1a) shows a low magnification HAADF STEM image of a poly-crystalline solar cell sample grown
by close-space sublimation (CSS) in the superstrate configuration. The image clearly shows large grains
on top of the transparent conductive oxide layer. The individual grains also contain a high concentration
of extended defects either in the form of twin boundaries or stacking faults. Figure 1b) shows an EELS
spectrum image using the Cl L-edge, demonstrating that Cl segregation along the CdTe grain boundaries.
Figure 1c) shows the calculated density of states (DOS) using DFT for a dislocation core typically found
in CdTe grain boundaries. The DOS shows a high intensity of mid-gap states in pristine dislocation core.
These mid-gap states are responsible for the high rates of carrier recombination at the grain boundaries.
Our DFT calculations shown that the presence of Cl at the grain boundaries significantly reduces the
density of midgap states, thus effectively passivating the CdTe grain boundaries (Figure 1c). Figure 1d)
shows our DFT calculation that predict that replacing Te with Se within the dislocation core is even more
efficient in reducing mid-gap states. Using CdTe bi-crystals, the effects of various passivants on the grain
boundary structures, such as a mixed 45º twist with 11º tilt boundary (Figure 1e) will be examined. The
structural model for the two grains in the [100] and [110] zone axis orientation is shown superimposed on
Figure 1e) and will be used as input for our DFT modeling. [5]
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Figure 1. a) HAADF image of poly-crystalline CdTe solar cell device where the glass substrate and
transparent conductive oxide front contact are shown on the bottom of the image. Several large grains
sizes are clearly visible. b) EELS Mapping of Cl segregation along the grain boundaries from an area
shown in a). c) The effect of Cl passivation on the density of midgap states at the grain boundary. d)
DOS of a dislocation core with and without Se passivation. e) HAADF image of a mixed grain
boundary found in a CdTe bi-crystal. d)
.
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